
r< Columbia 
L.") Analytical Services'N< 3725 E. Atlanta Avenue, Phoenix, AZ 85040 602.437.0330 www.caslab.com 

Client 
Phoenix Cement Company 
Attn: Brett Lindsay 
60·1 North Cement Plant Road 
Clarksdale, AZ 86324 
928-634-2261 

Date Reported: 6/23/2009 

Project Name: TCLP 
Project Number: 100908 
Sample 10: Gallup Fly Ash 
Date Collected: 4/21/2009 

Date 
Analyte Result Units RCRA Limit Test Methods Analyzed 

Arsenic <1 mg/L 5 SW1311/6010B 6119/2009 
Barium <5 mg/L 100 SW1311/6010B 6/19/2009 
Cadmium <.5 mg/L 1 SW1311/6010B 6119/2009 
Chromium <1 mg/L 5 SW1311/6010B 6119/2009 
Lead <1 mg/L 5 SW1311/6010B 6119/2009 
Selenium <0.5 mg/L 1 SW1311/6010B 6119/2009 
Silver <1 mg/L 5 SW1311/6010B 6119/2009 
Mercury <0.002 mg/L 0.2 SW1311/6010B 6/19/2009 

http:www.caslab.com


r< Columbia 
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Client 
Phoenix Cement Company 
Attn: Brett Lindsay 
601 North Cement Plant Road 
Clarksdale, AZ 86324 
928-634-2261 

Date Reported: 11/25/2008 

Project Name: TCLP 
Project Number: 100908 
Sample 10: Four Corners Fly Ash 
Date Collected: 10/9/2008 

Date 
Analyte Result Units RCRA Limit Test Methods Analyzed 

Arsenic <1 mg/L 5 SW1311/6010B 10/20/2008 
Barium <5 mg/L 100 SW1311/6010B 10/20/2008 
Cadmium <1 mg/L 1 SW1311/6010B 10/20/2008 
Chromium <1 mg/L 5 SW1311/6010B 10/20/2008 
Lead <1 mg/L 5 SW1311/6010B 10/20/2008 
Selenium <0.5 mg/L 1 SW1311/6010B 10/20/2008 
Silver <1 mg/L 5 SW1311/6010B 10/20/2008 
Mercury <0.002 mg/L 0.2 SW1311/6010B 10/20/2008 

http:www.caslab.com
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Client 
Phoenix Cement Company 
Attn : Brett Lindsay 
601 North Cement Plant Road 
Clarksdale, AZ 86324 
928-634-2261 

Date Reported: 11/25/2008 

Project Name: TCLP 
Project Number: 100908 
Sample ID: Cholla Fly Ash 
Date Collected: 10/9/2008 

Date 
Analyte Result Units RCRA Limit Test Methods Analyzed 

Arsenic <1 mg/L 5 SW1311/6010B 10/20/2008 
Barium <5 mg/L 100 SW1311/6010B 10/20/2008 
Cadmium <1 mg/L 1 SW1311/6010B 10/20/2008 
Chromium <1 mg/L 5 SW1311/6010B 10/20/2008 
Lead <1 mg/L 5 SW1311/6010B 10/20/2008 
Selenium <0.5 mg/L 1 SW1311/6010B 10/20/2008 
Silver <1 mg/L 5 SW1311/6010B 10/20/2008 
Mercury <0.002 mg/L 0.2 SW1311/6010B 10/20/2008 

http:www.caslab.com


r< Columbia 
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Client 
Phoenix Cement Company 
Attn: Brett Lindsay 
601 North Cement Plant Road 
Clarksdale, AZ 86324 
928-634-2261 

Date Reported: 11/25/2008 

Project Name: TCLP 
Project Number: 100908 
Sample ID: Escalante Fly Ash 
Date Collected: 10/9/2008 

Date 
Analyte Result Units RCRA Limit Test Methods Analyzed 

Arsenic <1 mg/L 5 SW1311/6010B 10/20/2008 
Barium <5 mg/L 100 SW1311/6010B 10/20/2008 
Cadmium <1 mg/L 1 SW1311/6010B 10/20/2008 
Chromium <1 mg/L 5 SW1311/6010B 10/20/2008 
Lead <1 mg/L 5 SW1311/6010B 10/20/2008 
Selenium <0.5 mg/L 1 SW1311/6010B 10/20/2008 
Silver <1 mg/L 5 SW1311/6010B 10/20/2008 
Mercury <0.002 mg/L 0.2 SW1311/6010B 10/20/2008 

http:www.caslab.com
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Client 
Phoenix Cement Company 
Attn: Brett Lindsay 
601 North Cement Plant Road 
Clarksdale, AZ 86324 
928-634-2261 

Date Reported: 11/25/2008 

Project Name: TCLP 
Project Number: 100908 
Sample ID: San Juan Fly Ash 
Date Collected: 10/9/2008 

Date 
Analyte Result Units RCRA Limit Test Methods Analyzed 

Arsenic <1 mg/L 5 SW1311/6010B 10/20/2008 
Barium <5 mg/L 100 SW1311/6010B 10/20/2008 
Cadmium <1 mg/L 1 SW1311/6010B 10/20/2008 
Chromium <1 mg/L 5 SW1311/6010B 10/20/2008 
Lead <1 mg/L 5 SW1311/6010B 10/20/2008 
Selenium <0.5 mg/L 1 SW1311/6010B 10/20/2008 
Silver <1 mg/L 5 SW1311/6010B 10/20/2008 
Mercury <0.002 mg/L 0.2 SW1311/6010B 10/20/2008 

http:www.caslab.com


r< Columbia 
L...l Analytical Services'"' 3725 c. Atlanta AVEnuE, Phoenix, AZ 85040 ! 602.437.0330 www.caslab.com 

Client 
Phoenix Cement Company 
Attn: Brett Lindsay 
601 North Cement Plant Road 
Clarksdale, AZ 86324 
928-634-2261 

Date Reported: 6/23/2009 

Project Name: TCLP 
Project Number: 100908 
Sample ID: Clarkdale Type I 1 II 1V Cement 
Date Collected: 3/27/2009 

Date 
Analyte Result Units RCRA Limit Test Methods Analyzed 

Arsenic <1 mg/L 5 SW1311/6010B 6119/2009 
Barium <5 mg/L 100 SW1311/6010B 6/19/2009 
Cadmium <05 mg/L 1 SW1311/6010B 6119/2009 
Chromium 1.4 mg/L 5 SW1311/6010B 6119/2009 
Lead <1 mg/L 5 SW1311/6010B 6119/2009 
Selenium <0.5 mg/L 1 SW1311/6010B 6119/2009 
Silver <1 mg/L 5 SW1311/6010B 6119/2009 
Mercury <0.002 mg/L 0.2 SW1311/6010B 6/19/2009 

http:www.caslab.com

